Marquees
& Shade Sails

Polymar 8506/5250 White 907
650gsm 250cm & 300cm

Polymar 8509/5240 Yellow 119
650gsm 250cm

Polymar 8509/5240 Red 370
650gsm 250cm

Polymar 8509/5240 Blue 543
650gsm 250 cm

Polymar 8509/5240 Dark Blue 566
650gsm 250cm

Polymar 8509/5240 Emerald Green 636
650gsm 250cm

Polymar 8509/5240 Dark Grey 705
650gsm 250cm

Polymar 8509/5240 Black 905
650gsm 250cm

Polymar 8506/5244 White 907
PVDF/Db Acr 650gsm 250cm

Polymar 8506/5244 Pearl White 141
PVDF/Db Acr 650gsm 250cm

Polymar 8506/5244 Cream 146
PVDF/Db Acr650gsm 250cm

Polymar 8596/6999 White
Opaque 800gsm 250cm & 300cm




Technisches Datenblatt

Artikel-Nr.
8506 5250

POLYMAR?® 8506 - POLY PRIMA tenting material

Norm
Standards
Normes

i
MEHLER HAKU GMBH

Approx.
Env.

Tragermaterial
Base fabric
Support

DIN 60001

PES low-wick

Fadenstidrke
Yarn
Titre

dtex

DIN 53830

1100

Bindung
Weave
Armure

L1/1

Beschichtungsart
Type of coating
Type d'enduction

PVC

Gesamtgewicht
Total weight
Poids total

gr/ m?

DIN 53352

650

ReiBkraft
Tensile strength
Résistance a la traction

Ketta / Schuf3-N / 50 mm
warp / weft
chalna / trame

DIN 53354

2800 /2700

Bruchdehnung
Tensile ¢longation
Traction o

Kette / Schul3 - %
warp / weft
chalna / trame

DIN 53354

18/22

WeiterreiBiestigkeit
Tear strength
Résistance a la déchirure amorcée

Kette / Schuf3-N
warp / weft
chaine / trame

DFS 363

300 /300

Haitfestigkeit
Adhesion
Adhérance

N/cm

Comptan-Richtiinien

20

Kiltebestindigkeit
Cold resistance
Tenue au froid

°C

DIN 53361

-30

Wirmebesténdigkeit
Heat resistance
Tenue a la chaleur

oG

Compian-Richtlinien

70

Lichtechtheit
Light-fastness
Tenue du coloris / lumiére

Note

DIN 54004

>6

{ Knickfestigkeit
Crack-resistance
Résistance au pliage

100.000

DIN 53359 A

i.0.

. Brennverhalten
Flame retardency

| ignitugation

DIN 4102 B1, California T 19, BS 7873

Ausriistung
Finish

Acrylic lacquer on both sides, protected against microbial and fungal
Finition. attack, UV-protected

Bemerkungen
Remarks
Remarques

Bei den technischen Daten handelt es sich um Durchschnitts

Aus fertigungstechnischen Grinden sind geringfligige Abweic

werte.
hungen (Farba, Gesamtgewicht, etc.) méglich.

Diese technischen Angaben entsprechen dem heutigen Stand der Kenntnisse und sollen Giber unsere Produkie

iohne Rechtsverbindlichke® informieren.

QM-071/2-06/98
EA/007-06/98

29:09:1998

Datum
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TEST RERPORT

INOTES

¥ TEST MUMBER  : T- LB
34 SUTTOM STREET T-410322-FV
CHELSEA HEIGHTS VLIC 3196 DATE : 14-3-1986

ORDER NUMBER

R )

1y

A3RIC IS PYC COATED EACH SIDE OF A WOVEM
FULYESTER BASE CLOTH WITH AN ACRYLIC LACQUER
_ Ci THE SURFACE,
APPROMATE MASS/UNLT AREA:  630g/m2
ALPROK IMATE THEICKNERS: 0, Ginm
MATERLAL LS MANUFACTURED HAKU HAMMERSTEINER KUNSTOFFE GmbH OF
WEST GERMANT,

AS 1530.3.1982 EABLY FLRE HAZARD PROTERTIES OF MATERIALS
LGHUTABLLITY INDEX 13 BANGE C-2C
SPREAD OF FLAME INDEX 0 RANGE 0-1C
[EAT EVOLVED INDEX 1 RANGE 0-1¢
SHOKE DEVELOPED INDEX 1 RANGE 0-1C

MINE SPECIMENS IGNITED.

MEANS AND STANDARD ERROR MEAN STANDARD -
pguLrLon TIMES 6.94 min 0.62%
FLAME STCREAD TIMES _ . B

HEAT EVOLVED [NTEGRALS 29.5 WJ/m2 5.635

LOG (OrrLeas DEMSLTIES) 0.7747 0.0727
cuttietits

GACH TEST SPECIMEN 1AD AN UNATTACIED BACKING OF 4.5mm THICK
UARDLFLEX SERIES 2 FIBRE CEMENT BOARD.

15381 Ll
i i e ~ : . 2 . e Ausira
© Auslralian Wool Tesli Authorily Lt Pl This Laboralory 1s reqisicred by lhe Mational Associalion ol Tasling ,\umﬂ,;,el‘l
COPYRIGHT —GO.ALL Eiéﬁrs”ké’s'ém u:l'- 1 ’l — Chemical Tesling ol Textiles & Nelated Produc!s . Regisiration No
|| %a — Mechanical Tesling of Textiles & Nelaled Produc!s . Negistiation No

— Heal & Teinperaline Measutemenl © Registrabon No
11ie above lesls have been perlotned In accordance with its lerms of registralien. Thig docume’
ol be reproduced, except i ful 11 is invakid il atered and may nol be used in any lerm of acy®
CHARCES: TESTING $6 15.00 wilboul e wrillen appeoval of e Managing Dwector. .
. Samplcs and their descriplion are normally submilted Dy the clienl, unless olherw'se stated. No =
is quprested or Impiied by this Test Repor.
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f M.L. EMSELLE D.J WAND BSe, MAIS

MANAGING DIRECTOFR

TOTAL $615.00
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